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When recrystallization is used on Thassos marble, yellowing can occur. The
yellowing is probably caused by a reaction of the chemicals in the
recrystallization product and the iron in the marble. Not all recrystallization
products cause this yellowing. Always test an area prior to polishing the entire
floor. To remove yellowing, hone the entire floor. 

TIP When using the recrystallization process on Thassos marble it is very
important that the floor be dry. It is a good idea to wait at least 24 hours or
longer after honing to apply recrystallization.

Online URL:
https://sr-manual.com/kb/article/correcting-yellowing-problem-after-
recrystalization-of-white-thassos-675.html

Powered by TCPDF (www.tcpdf.org)

https://sr-manual.com/kb/category/stone-tile-restoration/16/
https://sr-manual.com/kb/article/correcting-yellowing-problem-after-recrystalization-of-white-thassos-675.html
https://sr-manual.com/kb/article/correcting-yellowing-problem-after-recrystalization-of-white-thassos-675.html
http://www.tcpdf.org

